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AmeriSci Richmond

13635 GENITO ROAD
MIDLOTHIAN, VA 23112
TEL: (804) 763-1200 « FAX: {804) 763-1800

June 25, 2010

Baratta & Associates, Inc.
Attn: Michael Baratta
1150 Shady Run Road
Vinton, VA 24179

RE: Baratta & Associates, Inc.
Job Number 110061636
P.O. #MC EDS
MC EDS; Null; BMS

Dear Michael Baratta:

Enclosed are the results for PLM ashestos analysis of the following Baratta & Associates, Inc. samples received at AmeriSci on
Tuesday, June 22, 2010, for a 5 day turnaround:

Sample |D B1 through B190

The 190 samples contained in zip lock bag were shipped to AmeriSci via Fed Ex 8583 3830 6610 B. These samples were
prepared and analyzed according to the EPA Interim Method (EPA 600/M4-82-020 per 40 CFR 763, subpt F, App. A). The
required analytical information, analysis results, analyst signature and laberatory identification is contained in the Analyst's
Report.

This report relates ONLY to the sample analysis expressed as percent ashestos. AmeriSci assumes no responsibility for
customer supplied data such as “sample type”, "location”, or “area sampied”. This report must not be used to claim product
endorsement by AmeriSci, NVLAP or any agency of the U. 8. Government. The National Institute of Standards and
Technology Accreditation requirements, mandates that this report must not be reproduced, except in full without the written
approval of the laboratory. This report may contain specific data not covered by NVLAP or ELAP accreditations respectively, if
so identified in relevant footnotes.

AmeriSci appreciates this opportunity to serve your organization. Please contact us for any further assistance or with any
questions.

Sincerely,

/

T. Brian Keith
Asbestos Laboratory Director

Boston - Los Angeles - New York - Richmond
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PLM Bulk Asbestos Report

AmeriSci Job #

Baratta & Associates, Inc,
Attn: Michael Baratta
1150 Shady Run Road

RE: MC EDS; Null; BMS

Vinton, VA 24179

AmeriSci Richmond

13635 GENITO ROAD
MIDLOTHIAN, VIRGINIA 23112

TEL: (804) 763-1200 » FAX: (804) 763-1800

Date Received 06/22/10
Date Examined 06/25/10

of 33

Client No./ HGA Lab No. Asbestos Present Total % Asbestos
B1 110061636-01 No NAD
Location: Built-Up Roofing (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 10 %, Non-fibrous 90 %
B2 110061636-02 No NAD
Location: Built-Up Roofing {by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 10 %, Non-fibrous 90 %
B3 110061636-03 No NAD
Location: Built-Up Roofing (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 10 %, Non-fibrous 80 %
B4 110061636-04 No NAD
Location: Flashing (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black/White, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Synthetic fibers 5 %, Non-fibrous 95 %
B5 110061636-05 No NAD
Location: Flashing {by CVES)
by Jean L. Mayes
on 06/25/10

Analyst Description: Black/White, Heterogeneous, Non-Fibrous, Bulk Material

Asbestos Types:
Other Material: Synthetic fibers 5 %, Non-fibrous 95 %

See Reporting notes on tast page

110061636



AmeriSci Job #: 110061636 Page 2 of 33
Client Name: Baratta & Associates, Inc.

PLM Bulk Asbestos Report

MC EDS; Null; BMS

Client No. / HGA Lab No. Asbestos Present Total % Asbestos
B6& 110061636-06 No NAD
Location: Flashing (by CVES)

by Jean L. Mayes
on 06/2510
Analyst Description: Black/White, Heterogeneous, Non-Fibrous, Bulk Material
Ashestos Types:
Other Material: Synthetic fibers 5 %, Non-fibrous 95 %

B7 110061636-07 No NAD
Location: Cement (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
GCther Material: Cellulose 10 %, Non-fibrous 90 %

B3 110061636-08 No NAD
Location: Cement (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 10 %, Non-fibrous 90 %

B9 110061636-09 No NAD
Location: Cement (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Celiulose 10 %, Non-fibrous 90 %

B10 110061636-10 No NAD
Location: Built-Up Roofing (by CVES)
by Jean L. Mayes
an 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 10 %, Non-fibrous 80 %

B11 110061636-11 No NAD
Location: Built-Up Roofing (by CVES)
by Jean L. Mayes
an 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 10 %, Non-fibrous 90 %

See Reporting notes on last page



AmeriSci Job #: 110061636 Page 3 of 33
Client Name: Baratta & Associates, Inc.

PLM Bulk Asbestos Report

MC EDS; Null; BMS

Client No. f HGA Lab No. Asbestos Present Total % Asbestos
Bi2 110061636-12 No NAD
Location: Built-Up Roofing (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 10 %, Non-fibrous 90 %
B13 110061636-13 Yes 10 %
Location: Flashing (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Materiat
Asbestos Types: Chrysotile 10.0 %
Other Material: Non-fibrous 90 %
B14 110061636-14 Yes 7 %
Location: Flashing (by CGVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile 7.0 %
Other Material: Non-fibrous 93 %
B15 110061636-15 Yes 10 %
Location: Flashing (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Ashestos Types: Chrysotile 10.0 %
Other Material: Non-fibrous 80 %
B16 110061636-16 No NAD
l.ocation: Coating (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Silver, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Wollastonite 2 %, Non-fibrous 98 %
B17 110061636-17 No NAD
Location: Coating (hy CVES)

Analyst Description: Siiver, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Wollastonite 2 %, Non-fibrous 98 %

by Jean L. Mayes
on 06/25/10

See Reporting notes on last page



AmeriSci Job #: 110061636 Page 4 of 33
Client Name: Baratta & Associates, Inc.

PLM Bulk Asbestos Report

MC EDS; Null; BMS

Client No. / HGA Lab No. Asbestos Present Total % Asbestos
B18 110061636-18 No NAD
Location: Coating (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Silver, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Wollastonite 2 %, Non-fibrous 88 %
B19 110061636-19 No NAD
Location: Cement (hy CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 10 %, Non-fibrous 90 %
B20 110061636-20 Yes 5%
Location: Cement (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile 5.0 %
Other Material: Cellulose 10 %, Non-fibrous 85 %
B21 110061636-21 No NAD
Location: Cement (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
QOther Material: Cellulose 10 %, Non-fibrous 90 %
B22 110061636-22 No NAD
Location: Built-Up Roofing (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 20 %, Non-fibrous 80 %
B23 110061636-23 No NAD
Location: Built-Up Roofing (by CVES)

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material

Ashestos Types:
Other Material: Fibrous glass 10 %, Non-fibrous 90 %

by Jean L. Mayes
on 06/25/10

See Reporting notes on last page



AmeriSci Job #: 110061636
Client Name: Baratta & Associates, Inc.

PLM Bulk Asbestos Report

MC EDS; Null; BMS

Page 5 of 33

Client No. / HGA Lab No. Asbestos Present Total % Asbestos
B24 110061636-24 No NAD
L.ocation: Buili-Up Roofing (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 10 %, Non-fibrous 90 %
B25 110061636-25 No NAD
Location: Flashing (by CVES)

Analyst Description: Black/White, Heterogeneous, Non-Fibrous, Bulk Material
Asbhestos Types:
Other Material: Fibrous glass & %, Synthetic fibers 5 %, Non-fibrous 90 %

by Jean L. Mayes
on 06/25/10

B26 110061636-26 No
Location: Flashing

Analyst Description: Black/White, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 5 %, Synthetic fibers 5 %, Non-fibrous 90 %

NAD
{by CVES}
by Jean L. Mayes
on 06/25/10

B27 110061636-27 No NAD
L.ocation: Flashing {by CVES)
by Jean L. Mayes
on 068/25/10
Analyst Description: Black/White, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 5 %, Synthetic fihers 5 %, Non-fibrous 90 %
B28 110061636-28 No NAD
Location: Cement (by CVES)

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 10 %, Non-fibrous 90 %

by Jean L. Mayes
on 06/25/10

B29 110061636-29 No

Location: Cement

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Matetrial
Asbestos Types:
Other Material: Cellulose 10 %, Non-fibrous 90 %

NAD
(by CVES)
by Jean L. Mayes
on 06/25/10

See Reporting notes on last page



AmeriSci Job #: 110061636
Client Name: Baratta & Associates, Inc.

PLM Bulk Asbestos Report

MC EDS; Null; BMS

Page 6 of 33

Client No. f HGA l.ab No.

Ashestos Present

Total % Asbestos

B30 110061636-30 No

Location: Cement

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 5 %, Non-fibrous 95 %

NAD
(by CGVES)
by Jean L. Mayes
on 06/25/10

B31 110061636-31 No NAD
Location: Silver Paint (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Gray, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Non-fibrous 100 %
Comment: Sample Not As Described
B32 110061636-32 No NAD
Location: Silver Paint (by CVES)

Analyst Description: Gray, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Non-fibrous 100 %

Comment: Sample Not As Described

by Jean L. Mayes
on 06/25/10

B33 110061636-33 No
Location: Silver Paint

Analyst Description: Gray, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Non-fibrous 100 %

Comment: Sample Not As Described

NAD
{by CVES)
by Jean L. Mayes
on 06/25/10

B34 110061636-34 No
Location: Buiit-Up Roofing

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 10 9%, Non-fibrous 90 %

NAD
(by CVES)
by Jean L. Mayes
on 06/25/10

See Reporting notes on last page



AmeriSci Job #: 110061636 Page 7 of 33
Client Name: Baratta & Associates, Inc.

PLM Bulk Ashestos Report

MC EDS; Null; BMS

Client No. / HGA Lab No. Asbestos Present Total % Asbhestos
B35 110061636-35 No NAD
Location: Built-Up Roofing {by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 10 %, Non-fibrous 90 %
B36 110061636-36 No NAD
Location: Built-Up Roofing (hy CVES)
by Jean L. Mayes
an 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 10 %, Non-fibrous 90 %
B37 110061636-37 No NAD
Location: Built-Up Roofing {by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 10 %, Non-fibrous 80 %
B38 110061636-38 No NAD
Location: Built-Up Roofing (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Ashestos Types:
Other Material: Cellulose 10 %, Non-fibrous 80 %
B39 110061636-39 Yes 10 %
Location: Flashing (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Hetercgeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile 10.0 %
Other Material: Non-fibrous 90 %
B40 110061636-40 ‘No NAD
Location: Flashing (by CVES)

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbhestos Types:
Other Material: Synthetic fibers 10 %, Non-fibrous 90 %

by Jean L. Mayes
on 06/25/10

See Reporting notes on last page



AmeriSci Job #: 110061636
Client Name: Baratta & Associates, Inc.

PLM Bulk Asbhestos Report

MC EDS; Null; BMS

Page 8 of 33

Client No. / HGA Lab No. Asbestos Present Total % Asbestos
B41 110061636-41 No NAD
Location: Flashing (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 5 %, Non-fibrous 95 %
B42 110061636-42 No NAD
Location: Silver Paint (by CVES)

Analyst Description: Silver, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Wollastonite 2 %, Non-fibrous 98 %

by Jean .. Mayes
on 06/25/10

B43 110061636-43 No NAD
Location: Silver Paint {by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Silver, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Wollastonite 2 %, Non-fibrous 88 %
B44 110061636-44 No NAD
Location: Silver Paint (by CVES)

Analyst Description: Silver, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 2 %, Wollastonite 1 %, Non-fibrous 97 %

by Jean L. Mayes
on 06/25/10

B45 110061636-45 No

Location: Silver Caulk

Analyst Description: Gray, Heterogeneous, Non-Fibrous, Bulk Material

NAD
(by CVES)
by Jean L. Mayes
on 06/25/10

Asbesios Types:
Other Material: Non-fibrous 100 %
B46 110061636-46 No NAD
Location: Silver Caulk (by CVES}

Analyst Description: Gray, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Non-fibrous 100 %

by Jean L. Mayes
on 06/25/10

See Reporting notes on last page
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B47 110061636-47 Yes 2%
Location: Silver Caulk (by CVES)
by Jean L. Mayes
on 06/25/10

Analyst Description: Off White, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile 2.0 %
Other Material: Non-fibrous 98 %

B48 110061636-48 No NAD
Location: Caulk {by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Biack, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 20 %, Non-fibrous 80 %

B49 110061636-49 No NAD
Location: Caulk (hy CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 15 %, Non-fibrous 85 %

B50 110061636-50 No NAD
Location: Caulk (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 15 %, Non-fibrous 85 %

B51 110061636-51 No NAD
l.ocation: Buili-Up Roofing (by CVES)
by Jean L. Mayes
on 06/25/10

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 10 %, Non-fibrous 90 %

B52 110061636-52 No NAD
Location: Built-Up Roofing {by CVES)
by Jean L. Mayes
on 06/25/10

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 10 %, Non-fibrous 90 %

See Reporting notes on last page
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Client No. / HGA Lab No. Asbestos Present Total % Asbestos
B53 110061636-53 No NAD
Location: Built-Up Roofing (by CVES}

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 10 %, Nen-fibrous 80 %

by Jean L. Mayes
on 06/25/10

B54 110061636-54 No NAD
Location: Built-Up Rocfing {by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 10 %, Non-fibrous 90 %
B55 110061636-55 No NAD
l.ocation: Built-Up Roofing (by CVES)

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 10 %, Non-fibrous 90 %

by Jean L. Mayes
on 06/25/10

B56 110061636-56 No

Location: Flashing

Analyst Description: Black/White, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 30 %, Non-fibrous 70 %

NAD
(by CVES)
by Jean L. Mayes
on 06/25/10

B57 ) 110061636-57 No
Location: Flashing

Analyst Description: Black/White, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 10 %, Non-fibrous 90 %

NAD
(by CVES)
by Jean L. Mayes
an 06/25/10

B58 110061636-58 No

Location: Flashing

Analyst Description: Black/White, Heterogeneous, Non-Fibrous, Bulk Material
Asbhestos Types:
Other Material: Fibrous glass 15 %, Non-fibrous 85 %

NAD
(by CVES)
by Jean L. Mayes
on 06/25/10

See Reporting notes on last page
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B59 110061636-59 No NAD
Location: Cement (hy CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 10 %, Non-fibrous 90 %
B60 110061636-60 No NAD
Location: Cement {by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 10 %, Non-fibrous 90 %
B61 110061636-61 No NAD
l.ocation: Cement (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Celiulose 10 %, Non-fibrous 90 %
B62 110061636-62 No NAD
Location: Black Caulk (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 7 %, Non-fibrous 93 %
B63 110061636-63 No NAD
Location: Black Caulk (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 7 9%, Non-fibrous 93 %
B64 110061636-64 No NAD
Location: Black Caulk (by CVES)

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 7 9%, Non-fibrous 93 %

by Jean |.. Mayes
on 06/25/10

See Reporting notes on last page
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B65 110061636-65 No
l.ocation: Silver Caulk

Analyst Description: Gray, Heterogensous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Non-fibrous 100 %

NAD
(by CVES)
by Jean L. Mayes
on 06/25/10

B66 110061636-66 Yes Trace (<1 %)
Location: Silver Caulk {by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Gray, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile <1.%
Other Material: Non-fibrous 100 %
B&7 110061636-67 No NAD
Location: Silver Caulk (by CVES)

Analyst Description: Gray, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Non-fibrous 100 %

by Jean L. Mayes
on 06/25/10

B&8 110061636-68 No
Location: Built-Up Roofing

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 10 %, Non-fibrous 90 %

NAD
{by CVES)
by Jean L. Mayes
on 06/25/10

B69 110061636-69 No
Location: Built-Up Roofing

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Non-fibrous 100 %

NAD
(by CVES)
by Jean L. Mayes
on 06/25/10

B70 110061636-70 No
Location: Built-Up Roofing

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbhestos Types:
Other Material: Fibrous glass 10 %, Non-fibrous 90 %

NAD
(by CVES)
by Jean L. Mayes
on 06/25/10

See Reporting notes on last page
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B71 110061636-71 No NAD
Location: Flashing (by CVES)

Analyst Description: Black/White, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 2 %, Non-fibrous 98 %

by Jean L. Mayes
on 06/25/10

B72 110061636-72 No

Location: Flashing

Analyst Description: Black/White, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 5 %, Non-fibrous 95 %

NAD
{by CVES)
by Jean L. Mayes
on 06/25/10

B73 110061636-73 No NAD
Location: Flashing {by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black/White, Heterogeneous, Non-Fibrous, Bulk Material
Ashestos Types:
Other Material: Fibrous glass 5 %, Non-fibrous 95 %
B74 110061636-74 No NAD
Location: Cement (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 10 %, Non-fibrous 90 %
B75 110061636-75 No NAD
Location: Cement (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 10 %, Non-fibrous 90 %
B76 110061636-76 No NAD
Location: Cement (by CVES)
by Jean L. Mayes
on 06/25/10

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 10 %, Non-fibrous 90 %

See Reporling noies on last page
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B77 110061636-77 No NAD
Location: Silver Coating {by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Silver, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 2 9%, Non-fibrous 98 %
B78 110061636-78 No NAD
Location: Silver Coating {by CVES)

Analyst Description: Silver, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types: :
Other Material: Cellulose 3 %, Wollastonite 5 9%, Non-fibrous 92 %

by Jean L. Mayes
on 06/25/10

B79 110061636-79 No
Location: Silver Coating

Analyst Description: Silver, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 2 %, Non-fibrous 98 %

NAD
{by CVES}
by Jean L. Mayes
on 06/25/10

B80 110061636-80 No NAD
Location: SPM (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 10 %, Non-fibrous 90 %
B81 110061636-81 No NAD
Location: SPM (by CVES)

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 10 %, Non-fibrous 90 %

by Jean L. Mayes
on 06/25/10

Bg82 110061636-82 No
Location: SPM

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 10 %, Non-fibrous 90 %

NAD
(by CVES)
by Jean L. Mayes
on 06/25/10

See Reporting notes on last page
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Client No. f HGA Lab No. Asbestos Present Total % Asbestos
B33 110061636-83 No NAD
Location: Old Membrane (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 10 %, Non-fibrous 90 %
B84 110061636-84 No NAD
Location: Old Membrane (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 10 %, Non-fibrous 90 %
" B85 110061636-85 No NAD
Location: Old Membrane {by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 10 %, Non-fibrous 90 %
B86 110061636-86 No NAD
Location: Black Caulk (by CVES)
by Jean L. Mayes
an 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 10 %, Non-fibrous 90 %
B87 110061636-87 No NAD
Location: Black Caulk (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Nen-Fibrous, Bulk Material
Asbhestos Types:
Other Material: Cellulose 5 %, Non-fibrous 95 %
B33 110061636-88 No NAD
Location: Black Caulk (by CVES)

by Jean L. Mayes
on 06/25/10

See Reporting notes on last page
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B89 110061636-89 Yes

Location: Silver Caulk

Analyst Description: Off White, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile 3.0 %
Other Material: Non-fibrous 97 %

3%
{by CVES)
by Jean L. Mayes
on 06/25/10

Bg0O 110061636-90 Yes
Location: Silver Caulk

Analyst Description: Off White, Heterogeneous, Non-Fibrous, Bulk Material
Ashestos Types: Chrysotile 2.0 %
Other Material: Non-fibrous 98 %

2 %
(by CVES)
by Jean L. Mayes
on 06/25/10

B9o1 110061636-91 Nao NAD
Location: Silver Caulk (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: White, Heterogeneous, Non-Fibrous, Butk Material
Asbestos Types:
Other Material: Non-fibrous 100 %
B92 110061636-92 No NAD
Location: Window Gilazing Compound (by CVES)

Analyst Description: Gray, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Non-fibrous 100 %

by Jean L. Mayes
on 06/25/10

B93 110061636-93 No
Location: Window Glazing Compound

Analyst Description: White, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Non-fibrous 100 %

NAD
(by CVES)
by Jean L. Mayes
on 06/25/10

Bo4 110061636-94 Yes

Location: Window Caulking Compound

Analyst Description: Off White, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile 4.0 %
Other Material: Non-fibrous 96 %

4 %
(by CVES)
by Jean L. Mayes
on 06/25/10

See Reporting notes on last page
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B95 110061636-95 Yes 5%
Location: Window Caulking Compound (by CVES)
by Jean L. Mayes
on 06/25/10

Analyst Description: Tan, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile 5.0 %
Other Material: Non-fibrous 95 %

Bo6 110061636-96 Yes 5%
Location: Window Caulking Compound {by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Tan, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile 5.0 %
Other Material: Non-fibrous 95 %

B97 110061636-97 No NAD
Location: Expansion Joint (by GVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Tan, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Non-fibrous 100 %

B98 110061636-98 No NAD
Location: Expansion Joint {by CVES)
by Jean L. Mayes
on 06/25/10

Analyst Description: Tan, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Non-fibrous 100 %

B99 110061636-99 No NAD
Location: Expansion Joint (by CVES)
by Jean L. Mayes
on 06/25/10

Analyst Description: Cream, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous Talc 2 %, Non-fibrous 98 %

B100 110061636-100 No NAD
Location: Built-Up Roofing (by CVES)
‘ by Jean L. Mayes
on 06/25/10

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 10 %%, Non-fibrous 90 %

See Reporting notes on last page
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B101 110061636-101 Yes 3%
Location: Built-Up Roofing (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile 3.0 %
Other Material: Non-fibrous 87 %
B102 110061636-102 Yes 3%
L.ocation: Built-Up Roofing (by CVES)
by Jean L. Mayes
onh 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chiysctile 3.0 %
Other Material: Non-fibrous 97 %
B103 110061636-103 Yes 8 %
Location: Cement (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Buik Material
Asbestos Types: Chrysotile 8.0 %
Other Material: Non-fibrous 92 %
B104 110061636-104 Yes 6 %
Location: Cement {by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile 6.0 %
Other Material: Non-fibrous 94 %
B105 110061636-105 Yes 5%
Location: Cement {by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile 5.0 %
Other Material: Non-fibrous 95 %
Bi06 110061636-106 No NAD
Location: Built-Up Roofing (by CVES)
by Jean L. Mayes
on 06/25/10

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 10 %, Non-fibrous 90 %

See Reporting notes on last page
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B107 110061636-107 No NAD
Location: Built-Up Roofing (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 10 %, Non-fibrous 90 %
B108 110061636-108 No NAD
Location: Built-Up Roofing {by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 10 %, Non-fibrous 90 %
B1092 110061636-109 No NAD
Location: Silver Coating (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Silver, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Non-fibrous 100 %
B110 110061636-110 No NAD
Location: Silver Coating (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Silver, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Non-fibrous 100 %
Bt11 110061636-111 No NAD
Location: Silver Coating {by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Silver, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Non-fibrous 100 %
B112 110061636-112 No NAD
Location: Flashing {by CVES)

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 5 %, Non-fibrous 95 %

by Jean L. Mayes
on 06/25/10

See Reporting notes on last page
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B113 110061636-113 No NAD
Location: Flashing {by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 5 %, Non-fibrous 95 %
B114 110061636-114 No NAD
Location: Flashing (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbhestos Types:
Other Material: Fibrous glass 5 %, Non-fibrous 85 %
B115 110061636-115 No NAD
Location: Built-Up Roofing (hy CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogensous, Non-Fibrous, Bulk Matetrial
Asbestos Types:
Other Material: Fibrous glass 10 %, Non-fibrous 90 %
B116 110061636-116 No NAD
Location: Built-Up Roofing (by CVES}
' by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 10 %, Non-fibrous 80 %
B117 110061636-117 No NAD
Location: Buili-Up Roofing (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 3 %, Fibrous glass 10 %, Non-fibrous 87 %
B118 110061636-118 No NAD
Location: Silver Coating (by CVES)

Analyst Description: Silver, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Non-fibrous 100 %

by Jean L. Mayes
on 06/25/10

See Reporting notes on last page
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B119 110061636-119 No NAD
Location: Silver Coating (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Pescription: Silver, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Non-fibrous 100 %
B120 110061636-120 No NAD
Location: Silver Coating (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 5 %, Non-fibrous 95 %
B121 110061636-121 No NAD
Location: Flashing (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 5 %, Non-fibrous 95 %
B122 110061636-122 No NAD
Location: Flashing {by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 5 %, Non-fibrous 95 %
B123 110061636-123 Yes 4%
Location: Flashing (by CVES)
by Jean .. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile 4.0 %
Other Material: Non-fibrous 96 %
B124 110061636-124 No NAD
Location: Silver Coating (by CVES)
by Jean .. Mayes
on 06/25/10

Analyst Description: Silver, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Non-fibrous 100 %

See Repotting notes on last page
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Client No. / HGA Lab No. Asbestos Present Total % Asbestos
B125 110061636-125 No NAD
Location: Silver Coating {by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Silver, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Non-fibrous 100 %
B126 110061636-126 No NAD
Location: Silver Coating (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Silver, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Non-fibrous 100 %
B127 110061636-127 No NAD
Location: SPM (hy CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 10 %, Non-fibrous 90 %
B128 110061636-128 No NAD
Location: SPM (by CVES}
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 10 %, Non-fibrous 90 %
B129 110061636-129 No NAD
Location: SPM {by CVES)
by Jean L, Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 10 %, Non-fibrous 90 %
B130 110061636-130 No NAD
Location: Membrana {by CVES)
by Jean L.. Mayes
on 06/25/10

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 10 %, Non-fibrous 90 %

See Reporting notes on lasi page
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Client No. / HGA Lab No. Asbestos Present Total % Asbestos
B131 110061636-131 No NAD
Location: Membrane (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 6 %, Non-fibrous 94 %
B132 110061636-132 No NAD
Location: Membrane (by GVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous gltass 10 %, Non-fibrous 90 %
B133 110061636-133 Yes 6 %
Location: Cement {by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogensous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile 6.0 %
Other Material: Non-fibrous 24 %
B134 110061636-134 Yes 8%
Location: Cement (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile 8.0 %
Other Material: Non-fibrous 92 %
B135 110061636-135 Yes 10 %
Location: Cement (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile 10.0 %
Other Material: Non-fibrous 90 %
B136 110061636-136 No NAD
Location: Window Glazing Compeound (hy CVES)

Analyst Description: White, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous Talc 1 %, Non-fibrous 99 %

by Jean L. Mayes
on 06/25/10

See Reporting notes on last page
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MC EDS; Null; BMS

Client No. / HGA l.ab No. Asbestos Present Total % Asbestos
B137 110061636-137 No NAD
Location: Window Glazing Compound (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: White, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Non-fibrous 100 %
B138 110061636-138 No NAD
Location: Window Caulking Compound (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Descriplion: White, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Non-fibrous 100 %
B139 110061636-139 No NAD
Location: Window Caulking Compound (by CVES)
by Jean L. Mayes
on 08/25/10
Analyst Description: Beige, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Non-fibrous 100 %
B140 110061636-140 No NAD
Location: Shingles (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 25 %, Non-fibrous 75 %
B141 110061636-141 No NAD
Location: Shingles {(by CVES)
by Jean L. Mayes
on 06/25M10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 25 %, MNon-fibrous 75 %
B142 110061636-142 No NAD
Location: Shingles (by CVES)

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 25 %, Non-fibrous 75 %

by Jean L. Mayes
on 06/25/10

See Repotting notes on last page
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Client No./ HGA l.ab No. Asbestos Present Total % Asbestos
B143 110061636-143 No NAD
Location: Felt (by CVES)

Analyst Description: Black, Heterogeneous, Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 80 %, Non-fibrous 20 %

by Jean L. Mayes
on 06/25/10

B144 110061636-144 No NAD
Location: Felt {by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Fibrous, Buik Material
Asbestos Types:
Other Material: Cellulose 80 %, Non-fibrous 20 %
B145 110061636-145 No NAD
Location: Felt (by CVES)

Analyst Description: Black, Heterogeneous, Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 80 %, Non-fibrous 20 %

by Jean L. Mayes
on 06/25/10

B146 110061636-146 No
Location: Shingles

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Ashestos Types:
Other Material: Fibrous glass 25 %, Non-fibrous 75 %

NAD
(by CVES)
by Jean L. Mayes
on 06/25/10

B147 110061636-147 No
Location: Shingles

Analyst Description: Black/Brown, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 25 %, Non-fibrous 75 %

NAD
(by CVES)
by Jean L. Mayes
on 06/25/10

B148 110061636-148 No

Location: Shingles

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material

Asbestos Types:
Other Material: Fibrous glass 25 %, Non-fibrous 75 %

NAD
(by CVES)
by Jean .. Mayes
on 06/25/10

See Reporting notes on last page
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Client No. / HGA Lab No. Asbestos Present Total % Asbestos
B149 110061636-149 No NAD
Location: Shingles {by CVES)
by Jean L. Mayes
on 06/25/M10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 25 %, Non-fibrous 75 %
B150 110061636-150 No NAD
Location: Shingles {by CVES)

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 25 %, Non-fibrous 75 %

by Jean L. Mayes
on 06/25/10

B151 110061636-151 No
l.ocation: Shingles

Analyst Description: Black, Heterogeneous, Non-Fibrous, Builk Material
Asbestos Types:
Other Material: Fibrous glass 25 %, Non-fibrous 75 %

NAD
(by CVES)
by Jean L. Mayes
on 06/25/10

B152 110061636-152 No NAD
Location: Felt (by CVES)
by Jean L. Mayes
on 06/25M10
Analyst Description: Black, Heterogeneous, Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 75 %, Non-fibrous 25 %
B153 110061636-153 No NAD
Location: Felt (by CVES)

Analyst Description: Black, Hetercgeneous, Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 75 %, Non-fibrous 25 %

by Jean L. Mayes
on 06/25/10

B154 110061636-154 No
Location: Felt

Analyst Description: Black, Heterogeneous, Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 75 %, Non-fibrous 25 %

NAD
(by CVES)}
by Jean L. Mayes
on 06/25/10

See Reporting notes on last page
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Client No. / HGA Lab No. Asbestos Present Total % Asbestos
B155 110061636-155 No NAD
Location: Siding (by CVES)

Analyst Description: Gray, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 20 %, Non-fibrous 80 %

by Jean L. Mayes
on 06/25/10

B156 110061636-156 No
Location: Siding

Analyst Description: Gray, Heterogeneous, Non-Fibrous, Bulk Material
Ashestos Types:
Other Material: Cellulose 20 %, Non-fibrous 80 %

NAD
(by CVES)
by Jean L. Mayes
on 06/25/10

B157 110061636-157 No NAD
Location: Siding {by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Gray, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 20 %, Non-fibrous 80 %
B158 110061636-158 No NAD
Location: Shingles {(by CVES)

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 25 %, Non-fibrous 75 %

by Jean L. Mayes
on 06/25/10

B159 110061636-159 No
Location: Shingles

Analyst Description: Black, Heterogeneous, Non-Fibrous, Buik Material
Asbestos Types:
Other Material: Fibrous glass 25 %, Non-fibrous 75 %

NAD
(by CVES)
by Jean L. Mayes
on 06/25/10

B160 110061636-160 No

Location: Shingles

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 25 %, Non-fibrous 75 %

NAD
(by CVES)
by Jean L. Mayes
on 06/25/10

See Reporting notes on last page
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Client No. f HGA Lab No. Asbestos Present Total % Asbestos
B161 110061636-161 No NAD
Location: Felt (by CVES)

Analyst Description: Black, Heterogeneous, Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 75 %, Non-fibrous 25 %

by Jean L. Mayes
on 06/25/10

B162 110061636-162 No

Location: Felt

Analyst Description: Black, Heterogeneous, Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 75 %, Non-fibrous 25 %

NAD
(by GVES)
by Jean L. Mayes
on 06/25/10

B163 110061636-163 No NAD
Location: Felt {by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 75 %, Non-fibrous 25 %
B164 110061636-164 No NAD
Location: Siding {(by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Gray, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 20 %, Non-fibrous 80 %
B165 110061636-165 No NAD
Location: Siding (by CVES)

Analyst Description: Gray, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 20 %, Non-fibrous 80 %

by Jean L. Mayes
on 06/25/10

B166 110061636-166 No
Location: Siding

Analyst Description: Gray, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 20 %, Non-fibrous 80 %

NAD
(by CVES)
by Jean L. Mayes
on 06/25/10

See Reporting notes on last page
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Client No. / HGA Lab No. Asbestos Present Total % Asbestos
B167 110061636-167 No NAD
Location: Shingles {by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 30 %, Non-fibrous 70 %
B168 110061636-168 No NAD
Location: Shingles (by CVES)

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 25 %, Non-fibrous 75 %

by Jean L. Mayes
on 06/25/10

B169 110061636-169 No

l.ocation: Shingles

Analyst Description: Black, Heterogeneous, Fibrous, Bulk Matetial
Asbestos Types:
Other Material: Cellulose 30 %, Non-fibrous 70 %

NAD
(by CVES)
by Jean L. Mayes
on 06/25/10

B170 110061636-170 No

Location: Felt

Analyst Description: Black, Heterogeneocus, Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 75 %, Non-fibrous 25 %

NAD
(by CVES)
by Jean L. Mayes
on 06/25/10

B171 110061636-171 No
Location: Felt

Analyst Description: Black, Heterogeneous, Fibrous, Butk Material
Asbestos Types:
Other Material: Cellulose 75 %, Non-fibrous 25 %

NAD
(by CVES)
by Jean L. Mayes
on 06/25/10

B172 110061636-172 No
Location: Felt

Analyst Description: Black, Heterogeneous, Fibrous, Bultk Material
Asbestos Types:
Other Material: Cellulose 75 %, Nan-fibrous 25 %

NAD
(by CVES)
by Jean L. Mayes
on 06/25/10

See Reporting notes on last page
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Client No. / HGA Lab No. Asbestos Present Total % Asbestos
B173 110061636-173 No NAD
l.ocation: Shingles (hy CVES)

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 25 %, Non-fibrous 75 %

by Jean L. Mayes
on 06/25/10

B174 110061636-174 No NAD
Location: Shingles {by CVES)
by Jean L. Mayes
oh 08/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 25 %, Non-fibrous 75 %
B175 110061636-175 No NAD
Location: Shingles (by CVES)

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 25 %, Non-fibrous 75 %

by Jean L. Mayes
on 06/25/10

B176 110061636-176 No

Location: Felt

Analyst Description: Black, Heterogeneous, Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 75 %, Non-fibrous 25 %

NAD
(by CVES)
by Jean |.. Mayes
on 06/25/10

B177 110061636-177 No
Location: Felt

Analyst Description: Black, Heterogeneous, Fibrous, Bulk Material
Ashestos Types:
Other Material: Cellulose 75 %, Non-fibrous 25 %

NAD
(by CVES)
by Jean L. Mayes
on 06/25/10

B178 110061636-178 No

Location: Felt

Analyst Description: Black, Heterogeneous, Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 75 %, Non-fibrous 25 %

NAD
(by CVES)
by Jean L. Mayes
on 06/25/10

See Reporting notes on last page
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Client No. f HGA lL.ab No. Asbestos Present Total % Asbestos
B179 110061636-179 No NAD
Location: Shingles (by CVES)

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 25 %, Non-fibrous 75 %

by Jean L. Mayes
on 06/25/10

B180 110061636-180 No

Location: Shingles

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types: X
Other Material: Fibrous glass 25 %, Non-fibrous 75 %

NAD
{by CVES)
by Jean L. Mayes
on 06/25/10

B181 110061636-181 No
Location: Shingles

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Ashestos Types:
Other Material: Fibrous glass 25 %, Non-fibrous 75 %

NAD
(by CVES)
by Jean L. Mayes
on 06/25/10

Big2 110061636-182 No
Location: Felt

Analyst Description: Black, Heterogeneous, Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 75 %, Non-fibrous 25 %

NAD
{by CVES}
by Jean L. Mayes
on 06/25/10

B183 110061636-183 No
Location: Felt

Analyst Descriplion: Black, Heterogeneous, Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 75 %, Non-fibrous 25 %

NAD
{by CVES)
by Jean L. Mayes
on 06/25/10

Big4 110061636-184 No
Location: Felt

Analyst Description: Black, Heterogeneous, Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 75 %, Non-fibrous 25 %

NAD
{by CVES)
by Jean L. Mayes
on 06/25/10

See Reporting notes on last page
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Client No. / HGA Lab No. Asbestos Present Total % Asbestos
B185 110061636-185 No NAD
Location: Shingles (by CVES}

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 25 %, Non-fibrous 75 %

by Jean L. Mayes
on 06/25/10

B186 110061636-186 : No NAD
Location: Shingles {by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Fibrous glass 25 %, Non-fibrous 75 %
B187 110061636-187 No NAD
Location: Shingles (by CVES)

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbhestos Types:
Other Material: Fibrous glass 25 %, Non-fibrous 75 %

by Jean L. Mayes
on 06/25/10

B188 110061636-188 . No
Location: Felt

Analyst Description: Black, Heterogeneous, Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 75 %, MNon-fibrous 25 %

NAD
(by CVES)
by Jean L. Mayes
on 06/25/10

B189 110061636-189 No NAD
Location: Felt (by CVES)
by Jean L. Mayes
on 06/25/10
Analyst Description: Black, Heterogeneous, Fibrous, Bulk Material
Ashestos Types:
Other Material: Cellulose 75 %, Non-fibrous 25 %
B190 110061636-190 No NAD
Location: Felt {by CVES)
by Jean L. Mayes
on 06/25/10

Analyst Description: Black, Heterogeneous, Fibrous, Bulk Material
Asbestos Types:
Other Material: Celiulose 75 %, Non-fibrous 25 %

See Reporting notes on last page
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Reporting Notes: g /Yﬂ / / .
Analyzed by: Jean L. Mayes q-'v\cfd Date (D Zgl()

*NAD = no asbestos detected, Detction Limit <1%, Reporting Limits: CVES = 19, 400 Pt Ct = 0.25%, 1000 Pt Ct = 0.1%: "Present* or NVA = "No
Visible Asbestos" are observations made during a qualitative analysis; NA = not analyzed; NA/PS = not analyzed / positive stop; PLM Bulk Ashbestos
Analysis by EPA 600/M4-82-020 per 40 CFR 763 (NVLAP Lab Code 101904-0) and ELAP PLM Analysis Protocol 198.1 for New York friable samples
(198.6 for NOB samples){NYSDOH ELAP Lab # 10984); CA ELAP Lab # 2508; Note: PLM is not consistently reliable in detecting asbestos in floor
coverings and similar NOB materials. NAD or Trace results by PLM are inconclusive, TEM is currently the only method that can be used to determine if
this material can be considered or treated as non-asbestos-containing in New York State (also see EPA Advisory for floor tile, FR 59, 146, 38970,
8/1/94). NIST Accreditation requirements mandate that this report must not be repreduced except in full without the approval of the laboratory. This
PLM report relates ONLY to the items tested.

Reviewed By:

1



AmeriSci Richmond

13635 GENITO ROAD
MIDLOTHIAN, VA 23112
TEL: (804) 763-1200 « FAX: (804) 763-1800

July 8, 2010

Baratta & Associates, Inc.
Aftn: Michael Baratta
1150 Shady Run Read
Vinton, VA 24179

RE: Baratta & Associates, Inc.
Job Number 110071148
P.O. #N0O11
NO11; MCEDS; BMS

Dear Michael Baratta:

Enclosed are the results for PLM asbestos analysis of the following Baratta & Associates, Inc. samples received at AmeriSci on
Tuesday, July 06, 2010, for a 48 hour turnaround:

191, 192, 193, 194, 195, 196, 197, 198, 199, 200, 201, 202, 203, 204, 205, 206, 207, 208, 209, 210, 211, 212

The 22 samples contained in zip lock bag were shipped to AmeriSci via Fed Ex 8687 9503 6340 B. These samples were
prepared and analyzed according to the EPA Interim Method (EPA 600/M4-82-020 per 40 CFR 763, subpt F, App. A). The
required analytical information, analysis resuits, analyst signature and laboratory identification is contained in the Analyst's
Report.

This report relates ONLY to the sample analysis expressed as percent asbestos. AmeriSci assumes no responsibility for
customer supplied data such as “sample type”, "location”, or “area sampled”. This report must not be used to claim product
endorsement by AmeriSci, NVLAP or any agency of the U. 8. Government. The National Institute of Standards and
Technology Accreditation requirements, mandates that this report must not be reproduced, except in full without the written
approval of the laboratory. This report may contain specific data not covered by NVLAP or ELAP accreditations respectively, if
so identified in relevant footnotes.

AmeriSci appreciates this opportunity to serve your organization. Please contact us for any further assistance or with any
questions.

Sincerely,

T. Brian Keith
Asbestos Laboratory Director

Boston - Los Angeles - New York - Richmond



AmeriSci Richmond

13635 GENITO ROAD

MIDLOTHIAN, VIRGINIA 23112

TEL: (804) 763-1200 » FAX: (804) 763-1800

PLM Bulk Asbestos Report

Baratta & Associates, Inc. Date Received (07/06/10 AmeriSci Job # 110071148
Attn: Michael Baratta Date Examined 07/06/10 P.O.#
1150 Shady Run Road Page 1 of 5

RE: NO11; MCEDS; BMS
Vinton, VA 24179

Client No. /| HGA Lab No. Asbestos Present Total % Ashestos
191 110071148-01 No NAD
L.ocation: Floor Tile {pby CVES)
by Jean . Mayes
on 07/06/10
Analyst Description: Brown, Heterogeneous, Non-Fibrous, Bulk Material
Ashestos Types:
Other Material: Synthetic fibers 2 %, Non-fibrous 98 %
192 110071148-02 Yes 5%
Location: Floor Tile Mastic {by GVES)
by Jean L. Maves
on 87/06/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile 6.0 %
Other Material: Non-fibrous 94 %
193 110071148-03 No NAD
Location: Floor Tile (by CVES)

by Jean L, Mayes
or 07/06/10
Analyst Description: Tan, Heterogeneous, Non-Fibrous, Bulk Material

Asbestos Types:
Other Material: Non-fibrous 100 %
194 110071148-04 No NAD
Location: Floor Tile Mastic {by CVES)
by Jean L. Mayes
on 07/06/10
Analyst Description: Yeliow, Heterogeneous, Non-Fibrous, Bulk Material
Ashestos Types:
Other Material: Non-fibrous 100 %
185 110071148-05 Yes 5%
L.ocation: Fioor Tile (by CVES)
by Jean L. Mayes
on 07/06/10

Analyst Description: Brown, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysofife 5.0 %
Other Material: Non-fibrous 95 %

Sae Reporting notes on last page
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Client Name: Baratta & Associates, inc.

PLM Bulk Asbestos Report

NOt1; MCEDS; BMS

Client No. / HGA Lab No. Asbestos Present Total % Asbestos
196 110071148-06 No NAD
Location: Flaor Tile Mastic {by CVES)
by Jean L. Mayes
on 07/06/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Ashestos Types:
Other Material: Non-fibrous 100 %
197 110071148-07 No NAD
Location: Floor Tile (by CVES)
by Jean L. Mayes
on 07/06/10
Analyst Description: Tan, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Celluiose 3 %, Non-fibrous 97 %
198 110071148-08 No NAD
Locatton: Floor Tile Mastic (by CVES)
by Jean L. Mayes
on 07/G6/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Materiat
Asbestos Types:
Other Material: Synthetic fibers 2 %, Non-fibrous 98 %
199 110071148-08 Yes 4%
Location: Floor Tile {by CVES)
by Jean L. Mayes
on 07/08/10
Analyst Description: Gray, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile 4.0 %
Other Material: Non-fibrous 96 %
200 110071148-10 Yes 8%
Location: Floor Tile Mastic (hy CVES)
by Jean L. Mayes
an 07/106/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile 8.0 %
Other Material: Non-fibrous 92 %
201 110071148-11 Yes 2%
Location: Floor Tile (by CVES)

by Jean L. Mayes
on 07/06/19
Analyst Description: Brown, Heterogaeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile 2.0 %
Other Matertal: Non-fibrous 98 %

See Reporting notes on last page
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Client No. / HGA Lab No. Asbeastos Present Total % Asbestos
202 110071148-12 Yes 8%
Location: Floor Tile Mastic (by CVES)
by Jean L.. Mayes
on 07/06/10

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysctile 8.0%
Other Material: Non-fibrous 92 %

203 110071148-13 No NAD
Location: Carpet Mastic {by CVES)
by Jean L, Mayes
on 07/06/10
Analyst Description: Yellow, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Non-fibrous 100 %
204 110071148-14 Yes 2%
Location: Floor Tile {by CVES)
by Jean L. Mayes
on 07/06/10
Analyst Description: Tan, Heterogeneous, Non-Fibrous, Bulk Materiat
Ashestos Types: Chrysotile 2.0%
Other Material: Non-fibrous 98 %
205 110071148-15 Yes 4%
Location: Floor Tile Mastic {by CVES)
by Jean L. Mayes
on 07/06/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Butk Materlat
Asbestos Types: Chrysotile 4.0 %
Other Material: Non-fibrous 96 %
206 110071148-16 No NAD
Location: Carpet Mastic (by CVES)
by Jean L. Mayes
on 07/06/10
Analyst Description: Yellow, Heterogeneous, Non-Fibrous, Bulk Material
Ashestos Types:
Other Material: Non-fibrous 100 %
207 110071148-17 No NAD
Location: Plaster (S-1) {by CVES)
by Jean L. Mayes
on D7/06/10

Analyst Description: White, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 5 %, Non-fibrous 95 %

See Reporling notes on last page



AmeriSci Job # 110071148
Client Name: Baratta & Associaies, inc.

PLM Bulk Asbestos Report

N0o11; MCEDS; BMS

Pagedof 5

Client No. f HGA Lab No. Asbestos Present Total % Asbestos
208 110071148-18 Yes 2%
Location: Plaster (P-1) {by CVES)
by Jean L. Mayes
on 07/06/10
Analyst Description; Beige, Heterageneous, Non-Fibrous, Bulk Material
Ashestos Types: Chrysotile 2.0 %
Other Material: Cellulose 10 %, Non-fibrous 88 %
209 110071148-19 Yes 2%
Location: Plaster (P-1} {by CVES}
by Jean L. Mayes
on 07/06/10
Analyst Description: Tan, Heterogeneous, Non-Fibrous, Bulk Material
Ashestos Types: Chrysctile 2.0 %
Other Material: Cellulose 10 %, Non-fibrous 88 %
210 110071148-20 No NAD
Location: Counter Tub {by CVES)
by Jean L. Mayes
on G7/06/10
Analyst Description: Black, Heterogensous, Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 80 %, Non-fibrous 20 %
211 110071148-21 No NAD
Location: Lay In Ceiling (by CVES)
by Jean L. Mayes
on 07/06/10
Analyst Description: Beige, Heterogeneous, Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 40 %, Fibrous glass 30 %, Non-fibrous 30 %
212 110071148-22 Yes 10 %
Location: Blackboard Mastic (by CVES)
by Jearn L. Mayes
on 07/06/10

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile 10.0 %
Other Materfal: Non-fibrous 80 %

See Reporting notes on last page
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Reporting Notes: j '7,/2‘1 / /
Analyzed by: Jean L. Mayes Date 7 é ﬁ_)

*NAD = no ashestos detected, Ij,Etectlon Limit <1%, Reporing Limits: CVES = 1%, 400 Pt Ct = 0.25%, 1000 Pt Gt = 0.1%:; "Present” or NVA = "No
Visible Asbestos” are observations made during a qualitative analysis; NA = not analyzed; NA/PS = not analyzed / positive stap; PLM Bulk Asbestos
Analysis by EPA 600/M4-82-020 per 40 CFR 763 (NVLAP Lab Code 101804-0) and ELAP PLM Analysis Protocol 198.1 for New York friable samples
(198.6 for NOB samplesl{NYSDOH ELAP Lab # 10984); CA ELAP Lab # 2508; Note: PLM is not consistently reliable In detecting asbestes in floor
coverings and simitar NOB materials, NAD or Trace results by PLM are Inconclusive, TEM is currently the only method that can be used to determine i
this material can be considered or treated as non-asbestos-containing in New York State (also see EPA Advisory for floor tile, FR 58, 146, 38970,
8/1/94). NIST Accraditation requirements mandate that this report must not be reproduced extept in full without the approval of the laboratory. This
PLM report relates ONLY fo the items tested.

Reviewed By:
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AmeriSci Richmond

13635 GENITO ROAD
MIDLOTHIAN, VIRGINIA 23112
TEL: {804) 763-1200 « FAX: (804) 763-1800

PLM Bulk Asbestos Report

Date Received 07/10/10 AmeriSci Job # 110071309
Date Examined 07/10/10 P.O. #
Page 1 of 5

RE: NOO1; MCEDC; Middle School

Client No. / HGA L.ab No. Asbestos Present Total % Asbestos
213 11007 1309-01 No NAD
Locatitn: Gypsum Board (by CVES)
by Donna M. Blackwell
on Q7/10/10
Analyst Description: Brown/White, Heterogeneous, Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 15 %, Non-fibrous 85 %
214 110071309-02 No NAD
Location: Sypsum Beard (by CVES)
by Danna M. Blackwell
on 07/10/10
Analyst Description: Brown/Vhite, Heterogeneous, Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 15 %, Non-fibrous 85 %
215 110071309-03 No NAD
Location: Gypsum Board {by CVES)
by Donna M. Blackwell
on §7/10/10
Analyst Description: Brown/White, Heterogeneous, Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 12 %, Non-fibrous 88 %
216 ‘ 110071308-04 No - NAD
Location: Gypsum Board Compound {by CVES)
by Donna M. Blackwell
on 07/10/10
Analyst Description: White, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Non-fibrous 100 %
217 110071309-05 No NAD
Location: Gypsum Board Compound {by CVES)
by Donna M. Blackwell
on 07/10/10

Analyst Description: White, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Non-fibrous 100 %

See Reporiing notes on last page
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Client Name: Baratta & Associates, Inc.

PLM Bulk Asbestos Report

NOG1; MCEDC; Middle School

Client No. / HGA Lab No. Asbestos Present Total % Asbestos
218 110071309-06 No NAD
Location: Gypsum Board Compound {by CVES})
by Donna M. Blackwell
on 07M10/10
Analyst Description: White, Homogeneous, Non-Fibrous, Bulk Material
Ashestos Types:
Other Material: Non-fibrous 100 %
219 110071308-07 No NAD
Location: Wall Base {by CVES)
by Donna M. Blackwell
on 0741010
Analyst Description: Brown, Hamogeneous, Non-Fibrous, Bulk Material
Ashestos Types:
Other Material; Non-fibrous 100 %
220 110071308-08 No NAD
Location: Wall Base {by CVES)
by Donna M. Blackwell
on 07/16/10
Analyst Description: Brown, Homogeneous, Nan-Fibrous, Bulk Material
Ashestos Types:
Other Material: Non-fibrous 100 %
221 110071308-09 No NAD
Location: Base Mastic {by CVES)
by Donna M. Blackwell
on 07/10/10
Analyst Description: Brown, Homogeneous, Non-Fibrous, Bulk Materiat
Asbhestos Types:
Other Material: Non-fibrous 100 %
222 110071309-10 No NAD
Location: Base Mastic (by CVES)
by Donna M. Blackwell
on 07/19/10
Analyst Description: Brown, Homoegeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Non-fibrcus 100 %
223 V 110071309-11 Yes 3%
Location: Ceiling Plaster {by CVES})

Analyst Description: White/Beige, Heterogeneous, Fibrous, Bulk Material
Asbestos Types: Chrysaotile 3.0%
Other Material: Cellulose 7 %, Non-fikrous 80 %

by Donna M. Blackwell
on 07/10/10

See Reporting notes on last page
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Client No. / HGA Lab No. Asbestos Present Total % Asbestos
224 110071309-12 No NAD
Location: Carpet Mastic {by CVES)
by Donna M. Blackwell
on 07100
Analyst Description: Tan, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Non-fibrous 100 %
225 110071309-13 Yes 3%
Location: Floor Tile (by CVES)
by Donna M. Blackwell
on 07/10/10
Analyst Description: Dark Brown, Homegeneous, Non-Fibrous, Cementitious, Bulk Material
Asbestos Types: Chrysotile 3.0 %
Other Material: Non-fibrous 97 %
228 110071309-14 No NAD
Location: Floor Tile Mastic {by CVES)
by Donna M. Blackwell
on 07/10/10
Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Waterial
Asbestos Types:
Other Matertal: Non-fibrous 100 %
227 : 110071309-15 No NAD
Location: Floor Tile (by CVES)

Analyst Description: lvory, Homogeneous, Non-Fibrous, Cementitious, Bulk Materiai

by Donna M. Blackwell
on 07/10/10

Asbestos Types:
Other Material: Non-fibrous 100 %
228 110071308-16 No NAD
Location: Floor Tile Mastic {by CVES)

Analyst Description: Tan, Homogeneous, Mon-Fibrous, Bulk Material

by Donna M. Blackwel!
on 07/10/10

Asbestos Types:
Other Material: Non-fibrous 100 %
229 110071309-17 No NAD
f_ocation: Wall Base (by CVES)
by Donna M. Blackwell
on 07/10/10

Analyst Description: Brown/Black, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Non-fibrous 100 %

See Reporing notes on last page
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Client Name: Baratta & Associates, [nc.

PLM Bulk Asbestos Report

NOO1; MCEDC; Middle School

Client No. / HGA Lab No. Ashestos Present Total % Asbestos
230 110071309-18 No NAD
Location: Base Mastic {by CVES)

by Donna M. Blackwell
on 07/10/10
Analyst Description: Yellow, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Materiail: Non-fibrous 100 %

231 110071308-19 No NAD
Location: Lay-In Ceiling (by CVES)
by Donna M. Blackwell
an 07/10/10
Analyst Description: White/Brown, Heterogeneous, Fibrous, Bulk Material

Asbestos Types:
Other Material: Celiulose 45 %, Fibrous glass 15 %, Non-fibrous 40 %

232 110071308-20 Yes 25 %
Location: Boller TSI (by CVES)
by Donna M. Blackwelt
on 07/10/10
Analyst Description: Black/White, Heterogeneous, Fibrous, Bulk Material
Asbestos Types: Chrysotile 5.0 %, Amosite 20.0 %
Other Material: Non-fibrous 75 %

233 110071308-21 No NAD

Location: Gypsum Board (by GVES}
by Donna M. Blackwell

on 07/10/10
Analyst Description: Brown/Gray, Heterogeneous, Fibraus, Bulk Material

Ashestos Types:
Other Material: Cellulose 15 %, Non-fibrous 85 %

234 110071308-22 No NAD
Location: Gypsum Board Compound (by GVES)
by Donna M. Blackwell
on 07/10/10

Analyst Description: White, Homogeneous, Non-Fibrous, Bulk Material

Asbestos Types:
Other Material: Non-fibrous 100 %

See Reporting notes on last page
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Reporting Notes: g ()
Analyzed by: Donna M. Blackwell DrkAss_ L{« af/ﬂ-MD Date _I , 1o /]0

*NAD = no asbestos detected, Detection Limit <1%, Repérling Limits: CVES = 1%, 400 Pt C#= 0.25%, 1000 Pt Ct = 0.1%; "Present” or NVA = "No
Visible Asbestos" are observations made during a qualitative analysis; NA = not analyzed; NA/PS = not analyzed / positive stop; PLM Bulk Asbestos
Analysis by EPA BO0/M4-82-020 per 40 CFR 763 (NVLAP Lak Gode 101904-0) and ELAP PLM Analysis Protocot 198.1 for New York friable samples
(198.6 for NOB samples)(NYSDOH ELAP Lab # 10984); CA ELAP Lab # 2508; Note: PLM is nof consistently reliable in detecting asbestos in floor
coverings and similar NOB materials, NAD or Trace results by PLM are inconclusive, TEM is currently the only method that can be used to determine if
this material can be considered or treated as non-ashestos-conkaining in New York State (also see EPA Advisary for floer tile, FR 59, 146, 38870,
8/1/24). NIST Accreditation requirements mandate that this report must not be reproduced except In full without the apgroval of the laboratory. This
PLM report relates ONLY to the ilems iested.

Reviewed By:,
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Attn: Michael Baratta
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AmeriSci Richmond

13635 GENITO ROAD
MIDLOTHIAN, VIRGINIA 23112
TEL: {804) 763-1200 « FAX: (604} 763-1800

PLM Bulk Asbestos Report

Date Received (07/15/10 AmeriSci Job # 110071433
Date Examined 07/15/10 P.O. #

Page 1 of 12
RE: N011; MC EDC; Middle School

Client No. f HGA Lab No. Asbestos Present Total % Asbestos
235 110071433-01 No NAD
Location: Lay-in Geiling {by CVES)

Analyst Description: White/Lt.Grey, Heterogeneous, Fibrous, Geiling Tile
Asbestos Types:
Olher Material: Cellulose 45 %, Fibrous glass 25 %, Non-fibrous 20 %, Petlite 10 %

by J. S8amuel Baird
on 07/15/10

236 110071433-02 No
Location: Fire Proofing

Analyst Description: Gray, Heterogeneous, Fibrous, Fireproofing
Asbestos Types:
Other Material: Fibrous glass 80 %, Non-fibrous 20 %

NAD
(by CVES)
by J. Samuel Baird
on G7/15/10

237 110071433-03 No

Location: Finish Plaster

Analyst Description: White, Heterogeneous, Non-Fibrous, Finish Coat
Asbestos Types:
Other Material: Non-fibrous 100 %

NAD
(by CVES)
by J. Samuel Baird
on 07/15/10

238 110071433-04 No

Location: Finish Plaster

Analyst Bescription: White, Heterogensous, Non-Fibrous, Finish Coat
Asbestos Types:
Other Material: Non-fibrous 100 %

NAD
(by CVES)
by J. Samuel Baird
on 07/16/10

239 110071433-05 No
Location: Finish Plaster

Analyst Description: White, Heterogeneous, Non-Fibrous, Finish Coat
Asbestos Types:
Qther Materlal: Nen-fibrous 100 % -

NAD
{oy CVES)
by J. Samuel Baird
on 07/15/10

See Reporting notes on last page
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Client Name: Baraita & Associates, [ne.

PLM Bulk Asbestos Report

NO11; MC EDC; Middle School

Client No. / HGA Lab No. Asbestos Present Total % Asbestos
240 110071433-06 No NAD
Location: Finish Plaster {by CVES)
by J. Samuel Baird
on 07/15/10
Analyst Description: White, Heterogeneous, Non-Fibrous, Finish Coat
Ashestos Types:
Other Materlal: Non-fibrous 100 %
241 110071433-07 No NAD
Location: Finish Plaster {by CVES)
by J. Samuel Baird
an 07/15/10
Analyst Description: White, Heterogeneous, Non-Fibrous, Finish Coat
Asbestos Types:
Other Material: Non-fibrous 100 %
242 110071433-08 No NAD
Location: Finish Plaster {by CVES)
by J. Samuel Baird
on 07/15/10
Analyst Description: White, Heterogeneous, Non-Fibrous, Finish Coat
Asbestos Types:
Other Material: Non-fibrous 100 %
243 110071433-09 No NAD
Location: Finish Plaster {by CVES}
by J. Samuel| Baird
oh O7/15/10
Analyst Description: White, Heterogeneous, Non-Fibrous, Finish Coat
Asbestos Types:
Other Material: Non-fibrous 100 %
244 110071433-10 No NAD
Location: Finish Plaster {hy CVES)
by J. Samue! Baird
on 07/15/10
Analyst Description: White, Heterogeneous, Non-Fibreus, Finish Coat
Asbestos Types:
Other Material: Non-fibrous 100 %
245 110071433-11 No NAD
Location: Finish Plaster {by CVES)

Analyst Description: White, Meterogeneous, Non-Fibrous, Finish Coat
Asbestos Types:
Other Material: Non-fibrous 100 %

by J. Samuel Baird
on 07/15/10

See Reporting notes on last page
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Client Name: Baratta & Associates, Inc.

PLM Bulk Asbestos Report

NO11; MC EDC; Middle School

Client No. / HGA Lab No. Asbestos Present Total % Asbestos
246 110071433-12 No NAD
Location: Base Plaster (by CVES}

by J. Samuel Baird
on 07/15/10
Analyst Description: Brown, Heterogeneous, Non-Fibrous, Cementitious, Base Coat (Plaster)

Asbestos Types;
Other Material: Non-fibrous 100 %
247 110071433-13 No NAD
Location: Base Plaster {by CVES)
by J. Samuel Baird
on 0715110
Analyst Description: Brown, Helerogeneous, Nan-Fibrous, Cementitious, Base Coat (Plaster)
Asbestos Types:
Other Material: Cellulose 5 %, Non-filirous 95 %
248 110071433-14 No NAD
Location: Base Plaster {by CVES)

by J. Samuel Baird
on 07/15M10
Analyst Description: Brown, Heterogeneous, Non-Fibraus, Cementitious, Base Coat (Plaster)

Asbestos Types:
Other Materfal: Non-fibrous 100 %
249 110071433-15 No NAD
Location: Base Plaster (by CVES)

by J. Samuel Baird
on 07/15/10
Analyst Description: Gray, Heterogeneous, Non-Fibrcus, Base Coat {Plaster)
Asbestos Types:
Other Material: Non-fibrous 100 %

250 110071433-16 No NAD

Location: Base Plaster {by CVES)
by J. Samuel Baird
on 07115/10

Analyst Description: Gray, Heterogeneous, Non-Fibrous, Base Coat (Plaster)

Asbestos Types:
Other Material: Non-fibrous 100 %
251 110071433-17 No NAD
Location: Base Plaster {by CVES)

by J. Samuel Baird
on 07/15/10
Analyst Description: Tan, Heterogeneous, Non-Fibrous, Cementitious, Base Goat (Plaster}

Asbestos Types:
Other Material: Cellulose 2 %, Non-fibrous 98 %

See Reporting notes on last page
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Client Name: Baratta & Associates, Inc.

PLM Bulk Asbestos Report

NO11; MC EDC; Middle School

Client No. / HGA Lab No. Asbestos Present Total % Asbestos
252 110071433-18 No NAD
Locatlon: Base Plaster (by CVES)
by J. Samuetl Baird
on 07/15/10

Analyst Description: Tan, Heterogeneous, Non-Fibrous, Gementitious, Base Coal (Plaster)
Asbestos Types:
Other Material: Non-fibrous 100 %

253 110071433-19 No NAD
Location: Base Plaster {by CVES)
by J. Samuel Baird
on 0741510
Analyst Description: Gray, Heterogeneous, Non-Fibrous, Base Coat (Plaster)
Asbestos Types:
Other Materjal: Non-fibrous 100 %

254 110071433-20 No NAD
Location: Base Plaster {by CVES)
by J. Samuel Baird
on 07/15/10
Analyst Description: Brown, Heterogeneous, Non-Fibrous, Cementitious, Base Coat (Plaster)
Asbestos Types:
QOther Material: Non-fibrous 100 %
255 110071433-21 No NAD
Location: Gypsum Board (by CVES)

by J. Samuel Baird
on 07/16/10
Analyst Description: Gray, Heterogenaous, Non-Fibreus, Gypsum Board
Ashestos Types;
Other Material: Cellulose 10 %, Non-fibrous 90 %

2586 110071433-22 No NAD
Location: Gypsum Board (hy CVES)
by J. Samuel Baird
on 07/16/10
Analyst Description: Gray, Heterogenecus, Non-Fibrous, Gypsum Board
Ashestos Types:
Other Material: Cellulose 10 %, Non-fibrous 80 %

257 110071433-23 No NAD
Location: Gypsum Board (by CVES)
by J. Samuel Baird
on 07/16/10
Analyst Description: White, Heterogeneous, Non-Fibrous, Gypsum Board
Asbestos Types:
Other Material: Celiulose 10 %, Non-fibrous 90 %

See Reporiing notes con last page
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Client No. / HGA Lab No. Asbestos Present

Total % Asbestos

258 110071433-24 No
Location: Gypsum Board Compound

Analyst Description: White, Haterogeneous, Non-Fibrous, Joint Compound
Ashestos Types:
Other Material: Non-fibrous 100 %

NAD
{by GVES)
by J. SBamuel Baird
on 07M16/10

259 110071433-25 No
Location: Gypsum Board Compound

Analyst Description: White, Heterogeneous, Non-Fibrous, Joint Compound
Asbestos Types:
Other Material: Non-fibrous 100 %

NAD
{by CVES)
by J. Samuel Baird
on 07/M86/10

260 110071433-26 No

Location: Gypsum Board Compound

Analyst Description: White, Heterogeneous, Non-Fibrous, Joint Compound

NAD
(by CVES)
by J. Samuel Baird
on 07/16/10

Asbestos Types:
Other Material: Non-fibrous 100 %
261 110071433-27 No NAD
Location: Wall Base (by CVES}

Analyst Description: Black, Heterogeneous, Non-Fibrous, Base Cove

by J. S8amuel Baijrd
on 07/16/10

Asbestos Types:
Other Material: Non-fibrous 100 %
262 110071433-28 No NAD
Location: Wall Base (by CVES)

Analyst Description: Black, Heterogensous, Non-Fibrous, Base Cove

by J. Samuel Baird
on Q71610

Asbestos Types:
Other Material: Non-fibrous 100 %
263 11007 1433-29 No NAD
Location: Base Mastic {by CVES)

Analyst Description: Brown, Heterogeneous, Non-Fibrous, Mastic
Asbestos Types:
Other Material: Non-fibrous 100 %

by J. Samuel Baird
on 07/16/10

See Reporting notes on last page
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Client Name: Baratta & Associates, Inc.

PLM Bulk Asbestos Report

NO11; MC EDC; Middie School

Client No. / HGA Lab No. Asbestos Present Total % Asbestos
264 110071433-30 No NAD
l.ocation: Base Mastic (by CVES)

by J. Samuel Baird
on 07/16/10
Analyst Description: Brown, Heterogeneous, Non-Fibrous, Mastic
Asbhestos Types:
Other Material: Non-fibrous 100 %

265 110071433-31 Yes 15%
Location: Lab Top (by CVES)
by J. Samuel Baird
on 07/16/10
Analyst Description: Black, Hetercgeneous, Fibrous, Counter Top
Asbestos Types: Chrysotile 15.0 %
Other Material: Non-fibrous 85 %

266 110071433-32 No NAD
Location: Lay-In Cailing (by CVES)
by J. Samuel Baird
on 07/16/10
Analyst Description: White/Lt.Grey, Heterogeneous, Fibrous, Ceiling Tile

Asbestos Types:
Other Material: Cellulose 45 %, Fibrous glass 25 %, Non-fibrous 20 %, Perlite 10 %

267 110071433-33 No NAD
Location: Lay-in Ceiling {by CVES)
by J. Samuel Baird
on 07/16/10
Analyst Description: White/Lt.Grey, Heterogeneous, Fibrous, Ceiling Tile

Asbestos Types:
Other Material: Cellulose 45 %, Fibrous glass 25 %, Nan-fibrous 20 %, Perlite 10 %

268 110071433-34 Yes 3%
Location: Duct Maslic {by CVES)
by J. Samuel Baird
on 07/16/10
Analyst Description: Off White, Heterogeneous, Non-Fibrous, Mastic
Asbestos Types: Chrysotile 3.0 %
Other Material: Wollastonite 5 %, Non-fibrous 92 %

269 110071433-35 Yes 3%
L.ocation: Duct Mastic (by CVES)
by J. Samuel Baird
on 07/16/10
Analyst Description: Off White, Heterogeneous, Non-Fibrous, Mastic
Asbestos Types: Chrysctile 3.0 %
Other Material: Wollastonite 5 %, Non-fibrous 92 %

See Reporting notes on last page



AmeriSci Job #: 110071433 F‘age 7of12
Client Name: Baratta & Associates, Inc.

PLM Bulk Asbestos Report

NO11; MC EDC; Middle School

Client No. / HGA Lab No. Asbestos Present Total % Asbhestos

270 110071433-36 Yes 5%
Logation: Fioor Tile (by CVES)
by J. Samuel Baird
on 07/16/10
Analyst Description: Brown, Heterageneous, Mon-Fibrous, Floar Tile
Ashestos Types: Chrysotile 5.0%
Other Material: Non-fibrous 95 %

271 110071433-37 No NAD

Location: Floor Tile Mastic (by CVES)
by J. Samuel Baird
on 07/18/19

Analyst Description: Black, Heterogeneous, Non-Fibrous, Mastic

Ashestos Types:
Other Material: Non-fibrous 100 %
272 110071433-38 No NAD
Location: Carpet Mastic {by CVES)

by J, Samuel Baird
on 07416110
Analyst Description: Tan, Heterogeneous, Non-Fibrous, Carpet Mastic
Ashestos Types:
Other Material: Non-fibrous 100 %

273 110071433-39 Yes 5%
Location: Floor Tile {by CVES)
by J. Samuel Baird
on 07/16/10
Analyst Description: Brown, Heterogeneous, Non-Fibrous, Floor Tile
Asbestos Types: Ghrysolile 5.0%
Other Material: Non-fibrous 95 %

274 110071433-40 No NAD
Location: Floor Tile Mastic (by CVES)
by J. Samuel Baird
on 07/16/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Mastic
Ashestos Types:
Other Material: Non-fibrous 100 %

275 110071433-41 Yes 35 %
Location: Boiler TS| {by CVES}
by J. Samuel Baird
on 07116/1Q
Analyst Description: White/Gray, Heterogeneous, Fibrous, TSI
Asbestos Types: Chrysotile 20.0 %, Amosite 15.0%
Other Material: Non-fibrous 65 %

See Repoiting notes on last page
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Client No. / HGA Lab No. Asbestos Present Total % Ashestos
276 110071433-42 Yes 45 %
Location: Breeching TSt (by CVES)
by J. Samuel Baird
on 07116/10
Analyst Description: White, Heterogeneous, Fibrous, TSI
Asbestos Types: Chrysctile 30.0 %, Amosite 15.0 %
Other Material: Non-fibrous 55 %
277 110071433-43 Yes 45 %
Location: Breeching TSI {by CVES)
by J. Samuel Baird
on 07/16/10
Analyst Description: White, Heterogeneous, Fibrous, TSI
Ashestos Types: Chrysotile 45.0 %
Other Material: Non-fiorous 55 %
278 110071433-44 Yes 45 %
Location: Breeching TSI (by CVES)
by J. S8amuel Baird
on 07/16/10
Analyst Description: Gray, Heterogeneous, Fibrous, TSI
Asbestos Types: Chrysotila 45.0 %
Other Material: Non-flbrous 55 %
279 110071433-45 Yes 45 %
Location: Tank TSI (by CVES)
by J. Samuel Baird
on 07/16/10
Analyst Description: Gray, Heterageneous, Fibrous, TSI
Asbestos Types: Chrysotile 45.0 %
Other Material: Cellulose 20 %, Non-fibrous 35 %
280 110071433-46 Yes 55 %
Location: Tank TS! {by CVES)
by J. Samuel Baird
on 07/16/10
Analyst Description: Gray, Heterogensous, Fibrous, TSI
Asbestos Types: Chrysotile 55.0 %
Other Matetial: Non-fibrous 45 %
281 110071433-47 Yes 55 %
Location: Tank TSI (by CVES)
by J. Samuei Baird
on 07/16/10

Analyst Description: White, Heterogeneous, Fibrous, TSl
Asbastos Types: Chiysotile 40.0 %, Amosite 15.0 %
Other Material: Non-fibrous 45 %

See Reporting notes on lasi page
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Client No. / HGA Lab No. Asbestos Present Total % Asbestos
282 110071433-48 Yes 55 %
Location: Pipe TSI (by CVES)
by J. Samuel Baird
on 07/16/10

Analyst Description: White, Heterogeneous, Fibrous, TSI
Ashbestos Types: Chrysotile 40.0 %, Amosite 15.0 %
Other Material: Non-fibrous 45 %

283 110071433-49 Yes 5%
Location: Floor Tile (by CVES)
by J. Samuel Baird
on 071810
Analyst Description: Brown, Heterogeneous, Non-Fibrous, Floor Tile
Asbestos Types: Chrysotile 5.0 %
Other Material: Non-fibrous 85 %

284 110071433-50 No NAD
Location: Floor Tile Mastic by CVES}
by J. Samuel Baird
on 07/16/10

Analyst Description: Black, Heterogenaous, Non-Figrous, Mastic
Asbestos Types:
Other Material: Non-fibrous 100 %

285 110071433-51 No NAD
Location: Floor Tile (by GVES)
by J. Samuel Baird
on 07M16/10
Analyst Description: Beige, Heterogeneous, Non-Fibrous, Floor Tile
Ashestos Types:
Other Material: Non-flbrous 100 %
286 110071433-52 No NAD
Location: Floor Tile Mastic (by CVES)

by J. Samuei Baird
on 07/16/10
Analyst Description: Yellow, Heterogeneous, Non-Fibrous, Mastic

Asbesios Types:
Other Material: Non-fibrous 100 %
287 110071433-53 No NAD
Location: Gypsum Board (by CVES)

by J. Samuel Baird
on 07/16/10
Analyst Description: Gray, Heterogeneous, Non-Fibrous, Gypsum Board
Ashestos Types: '
Other Material: Cellufose 5 %, Fibrous glass 10 %, Non-fibrous 85 %

See Reporting notes con last page
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Client No. / HGA Lab No. Asbestos Present Total % Asbestos
288 110071433-54 No NAD
Location: Gypsum Board (by CVES)

by J. Samuel Baird
on 07/16/10
Analyst Description: Gray, Heterogeneous, Non-Fibrous, Gypsum Board

Ashestos Types:
Other Material: Cellulose 5 %, Fibrous glass 10 %, Non-fibrous 85 %
289 110071433-55 No NAD
Lotation: Gypsum Board Compound (by GVES)

by J. Samuel Baird
on 07/16/10
Analyst Description: White, Heterogeneous, Non-Fibrous, Joint Compound

Asbestos Types:
Other Material: Non-fibrous 100 %
290 : 110071433-56 No NAD
Location: Gypsum Board Gompound (by CVES)

by J. Samuel Baird
on 07/16/10
Analyst Description: White, Heterogensous, Non-Fibrous, Joint Compotnd
Ashestos Types:
Other Material: Non-fibrous 100 %

291 110071433-57 No NAD

Location: Wall Base {by CVES}
by J. Samuel Baird

on 07/16/10
Analyst Bescription: Black, Heterogeneous, Non-Fibrous, Base Gove
Asbestos Types:
Other Material: Non-flbrous 100 %

292 110071433-58 No NAD

Location: Base Mastic : {by CVES)
by J. Samuel Baird
on 07/16/10
Analyst Descriplion: White, Heterogeneous, Non-Fibrous, Mastic
Asbestos Types:
Other Material: Non-fibrous 100 %

293 110071433-58 Yes 55 %

Location: Thermal System Insulation (by CVES)
by J. Samuel Baird
on 0711610
Analyst Description: Gray, Heterogeneous, Fibrous, TSI
Asbestos Types: Chrysotile 55.0 %
Other Material: Cellulose 25 %, Non-fibrous 20 %

Ses Repoerting notes on last page
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Client No./ HGA Lab No. Asbestos Present Total % Asbestos
294 110071433-60 Yes 45 %
Location: Thermal System |nsulation {by CVES}
by J. Samuel Baird
on 07/16/1Q
Analyst Description: White/Lt.Grey, Heterogeneous, Fibrous, TSI
Ashestos Types: Chrysatile 45.0 %
Other Material: Cellulose 35 %, Non-fibrous 20 %
295 110071433-61 Yes 65 %
Location: Thermal System Insulation {by CVES)
by J. Samuel Baird
on 07/16/10
Analyst Description: Gray, Heterogeneous, Fibrous, TS|
Ashestos Types: Chrysotile 65.0 %
Other Material: Non-fibrous 35 %
296 110071433-62 Yes 20%
Location: FTC TSI {by CVES)
by J. Samuel Baird
on 07/16/10
Analyst Description: Gray, Heterogeneous, Fibrous, TSI
Asbestos Types: Chrysotile 20.0 %
Other Material: Cellulose 25 %, Fibrous glass 35 %, Non-fibrous 20 %
297 110071433-63 Yes 20 %
Location: FTC TSI (by CVES)
hy J. Samuel Baird
on 07/16/10
Analyst Description: Gray, Helerogeneous, Fibrous, TSI
Asbestos Types: Chrysotile 20.0 %
Other Material: Cellulose 25 %, Fibrous glass 35 %, Non-fibrous 20 %
298 110071433-84 Yes 25%
Location: FTC TSI {by CVES)
by J. Samuel Baird
on 07/16/10
Analyst Description: Gray, Heterogensous, Fibrous, TS|
Asbestos Types: Chrysotile 25.0 %
Other Material: Fibrous glass 55 %, Non-ibrous 20 %
298 110071433-65 No NAD
L.ocation; Lay-In Ceiling {by CVES)

Analyst Description: White/_t. Grey, Heterogeneous, Fibrous, Ceiling Tile
Asbestos Types:

Other Material: Cellulose 45 %%, Fibrous glass 25 %, Non-fibrous 20 %, Peilite 10 %

by J. Samuel Baird
on 07/16/10

See Reporting notes on last page
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AnRaTypZ(;;t:;gJNSO:;SL:eI Baird / /'/’/! /ﬂ w-r/ ? . Date /7 // C / / @

*NAD = no asbestos detected, De‘ tion Limit <1%, F!epgrting Limits: CVES = 1%[4 dptctéo 25%, 1000 Pt Ct = 0.1%; "Present” or NVA ="No
Visible Asbestos” are observations made during a qualitative analysis; NA = not analyzed; NA/PS =not analyzed / positive stop; PLM Bulk Asbestos
Analysis by EPA 600/M4-82-020 per 40 CFR 763 (NVLAP Lab Gode 101904-0} and ELAP PLM Analysis Protocol 198.1 for New York friable samples
{188.6 for NOB samples)(NYSDOH ELAR Lab # 10984); CA ELAP Lab # 2508; Note: PLM is not consistently refiable in detecting asbestos in floor
coverings and similar NOB materials. NAD or Trace results by PLM are inconclusive, TEM is currently the only method that can be used to determine if
this maierial can be considered or treated as non-asbestos-containing in New York State {also see EPA Advisory for floor tile, FR 59, 146, 38970,
8/1/94). NIST Accreditation requirements mandate that this report must not be reproduced except in full without the approval of the laboratory. This
PLM report relates ONLY to the items tested.

Reviewed By:
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PLM Bulk Asbestos Report

Baratta & Associates, Inc. Date Received (07/21/10

Attn: Michael Baratta
1150 Shady Run Road Page
RE: N011; BMS; MCEDC

Vinton, VA 24179

AmeriSci Job #
Date Examined 07/21/10 P.O. #

13635 GENITO ROAD
MIDLOTHIAN, VIRGINIA 23112
TEL: (804) 763-1200 « FAX: (804) 763-1800

110071602

of 4

Client No. / HGA Lab No. Asbestos Present Total % Asbestos
B299 110071602-01 No NAD
Location: Floor Tile {by CVES)
by David W, Ralbovsky
on 07/21/10
Analyst Description: Beige, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Non-fibrous 100 %
B300 110071602-02 No NAD
Location: Floor Tile (by CVES)

Analyst Description: Beige, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Materfal: Non-fibrous 100 %

by David W. Ralbovsky
on 07/21/10

B301 110071602-03 Yes

Location: Floor Tile Mastic

Analyst Descripﬁon: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile 7.0 %
Other Material: Non-fibrous 93 %

7%
(by CVES)
by David W. Ralbovsky
on 07/21/10

B302 110071602-04 Yes 10 %
Loecation: Floor Tile Mastic (by CVES}
by David W. Ralbovsky
on 07/21/10
Anazlyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile 10.0 %
Other Matetial: Non-fibrous 90 %
B303 110071602-05 No NAD
Lecation: Fireproofing {by CVES)
by David W. Ralbovsky
on Q7/21/10

Analyst Description: Gray, Heterogeneous, Fibrous, Bulk Material

Asbestos Types:
Other Material: Fibrous glass 93 %, Non-fibrous 7 %

See Reporting notes on last page
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NO11; BMS; MCEDC

Ciieni No. /HGA Lab No. Asbestos Present Total % Asbestos
B304 110071602-06 Yes 23 %
Location: Flexible Connaction (by CVES)

by David W. Ralbovsky
on Q7/21/10
Analyst Description: White, Heterogeneous, Fibrous, Bulk Material
Ashestos Types: Chrysotile 23.0 %
Other Material: Cellulose 73 %, Non-fibrous 4 %

B305 110071602-07 No NAD
Location: Floor Tile {by CVES}
by David W. Rafhovsky
on 07/21/10
Analyst Description: Gray, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Non-fibrous 100 %
B306 110071602-08 No NAD
Loeation: Floor Tile Mastic {by CVES)

by David W. Ralbovsky
on 07/21/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material

Asbestos Types:
Other Material: Synthetic flners 10 %, Non-fibrous 80 %
B307 110071602-09 Yes 2%
Location: Fioor Tile {by CVES}

by David W. Ralbovsky
on Q7/21/10
Analyst Description: Beige/Brown, Helerageneous, Non-Fibrous, Bulk Material
Asbesios Types: Chrysotile 2.0 %
Other Material: Non-fibrous 98 %

B308& 110071602-10 Yes 2%
Location: Floor Tile (by CVES)
by David W. Ralbovsky
on 07/21/10
Analyst Description: Beige/Brown, Heterogeneous, Non-Fibrous, Butk Material
Asbestos Types: Chrysotile 2.0 %
Other Material: Non-fibrous 98 %

B309 110071602-11 Yes 7%
Location: Floor Tile Mastic {by CVES)
by David W. Ralbovsky
on 07/21/10
Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysolile 7.0 %
Other Material: Non-fibrous 83 %

See Reporting notes on last page
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Client No. f HGA Lab No. Asbestos Present Total % Asbestos
B310 110071802-12 Yes 10 %
Location: Floor Tile Mastic (by CVES)
by David W. Ralbovsky
on 07/21/10

Analyst Description: Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile 10.0 %
Other Material: Non-fibrous 90 %

B311 110071602-13 Yes 2%
Location: Floor Tile {by CVES)
by David W. Ralbovsky
on 07/21/10
Analyst Description: Beige, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile 2.0 %
Other Material: Non-fibrous 88 %

B312 110071602-14 Neo NAD
Location: Floor Tile Mastic {by CVES)
by David W. Ralbovsky
on 07/21/10

Analyst Description: Tan/Yellow, Heterogeneous, Non-Fibrous, Bulk Material

Asbestos Types:
Other Material: Celiulose 3 9%, Non-fibrous 97 %

B313 110071602-15 No NAD
Location: Carpet Mastic (by CVES}
by David W. Ralbovsky
on 07/21/10
Analyst Description: Yellow/Black, Heterogeneous, Nor-Fibrous, Bulk Material
Asbestos Types:
Other Material: Synthefic fibers Trace, Non-fibrous 100 %

B314 110071602-16 No NAD
Location: Carpet Mastic {by CVES)
by David W. Ralbovsky
on 07/21/10
Analyst Description: Yellow/Black, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose Trace, Non-fibrous 100 %

B3t5 11007160217 No NAD
Location: Blackboard Mastic {by CVES)
by David W. Ralbovsky
on 07/21/i0
Analyst Description: Dark Brown, Heterogeneous, Non-Fibrous, Bulk Material
Asbestos Types:
Other Material: Cellulose 2 %, Non-fibrous 93 %

See Reporting notes on last page
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Client No./ HGA Lab No. Asbestos Present Total % Asbestos
B316 110071602-18 No NAD
Location: Blackboard Mastic {by CVES)

by David W. Ralbovsky
on 07/21/10
Analyst Description: Dark Brown, Heterogeneous, Non-Fibrous, Bulk Material
Asbhestos Types:
Other Material; Cellulose Trace, Non-fibrous 100 %

Reporting Notes: Wpﬂ—ﬂ / /
Analyzed by: David W. Ralbovsky \ Date ‘? /

*NAD = no asbestos detected, Detect:o Limit < , Reporting Limits: C/ES}= 1%, z;fF'i Ct #0.25%, 1000 Pt Ct = 0.1%; "Present” or NVA = "Ng
Visible Ashestos” are observations mad dunn a fualitative analysis; of analyzed; NA/PS = not analyzed / positive stop; PLM Bulk Asbestos
Analysis by EPA 500/M4-82-020 per 40 CFR 763 (NVLAP Lab Code 10)904-0) and ELAP PLM Analysis Protocol 198.1 for New York friable samples
(198.6 for NOH sarnples}{NYSDOH ELAP Lab # 10984); CAELAP L 2508 Note: PLM Is not consistently reliable in detecting asbestos in floor
coverings and similar NOB materials. NAD or Trace resuits by PLM are inconclusive, TEM Is currently the only mathed that can be used to determine if
this material can be considered or freated as non-asbestos-contalning in New York State {also see EPA Advisory for floor tile, FR 59, 148, 38970,
£/1/94). NIST Accraditation requirements mandate that this report must not be reproduced except in full without the approval of the laboratory. This
PLM report relates ONLY io the items tested.

Reviewed By: )
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